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Indium-rich AlInN are grown by metal-organic �MO� chemical vapor deposition using
trimethylaluminum, trimethylindium, and ammonia. Under the conservation of MO influx, the
effects of gas flow in the MO route on AlInN growth and Al-related parasitic reaction are
investigated. With an increase in this gas flow, the suppression of Al-related parasitic reaction, i.e.,
enhancement in Al content incorporation and improvement of crystalline quality, is satisfactorily
shown until the occurring of severe phase separation. Accordingly, Al content x in AlxIn1−xN can be
tuned from x=0.02 to 0.26. The Raman spectra of those AlInN samples with phase separation are
analyzed by the resonant excitation effect and two-mode behavior for A1�LO�. Finally, we propose
a phase diagram to interpret the phase separation and Al content evolution under the influence of gas
flow. © 2009 American Institute of Physics. �doi:10.1063/1.3212969�

I. INTRODUCTION

AlInN is one hopeful semiconductor alloy for solar cell
because of its wide band-gap coverage of 0.7–6.2 eV. How-
ever, the metal-organic chemical vapor deposition
�MOCVD� growth of AlInN is challenging because Al pre-
cursor is so reactive that it readily leads to the uncontrolled
parasitic reaction and incorporation of carbon and oxygen
into the solid. This is particularly a problem when using
trimethylaluminum �TMAl� as MO precursors, a dimmer in
the gas phase, which pyrolyzes to form aluminum carbide.
Even though, due to the extremely low vapor pressures of
those less reactive Al precursor triethylaluminum and tri-
isobutylaluminum, TMAl is still the most conveniently and
widely used Al precursor.1

Previously, Koide et al.2 and Zhao et al.3 had studied
TMAl-related parasitic reaction in the MOCVD growth of
AlGaN and AlN respectively. According to their studies, the
parasitic reaction will prohibit Al content incorporation and
degenerate the material quality. For AlInN,4 especially In-
rich AlInN,5–7 which is a rising semiconductor requiring spe-
cial growth conditions, e.g., low growth temperature and
relatively high growth pressure, its MOCVD growth is much
less studied yet. In this work, using MOCVD with TMAl,
trimethylindium �TMIn�, and ammonia �NH3�, we report the
effect of gas flow on the growth of In-rich AlInN. The major
purpose here is to grow high quality metastable In-rich
AlInN by the kinetically controlled technique, aiming at con-
trolling the Al related parasite reactions and overcoming the
large thermodynamic immiscibility gap of AlInN ternary al-
loy.

II. EXPERIMENTS

A horizontal reactor is used in our MOCVD system. For
our system, the total carrier gas flow rate in MO line ahead
of the reactor entrance is Fbubble+Fmain: Fbubble is the nitrogen
gas passing through the MO source bubblers; Fmain is another
route �denoted as main route� nitrogen gas used as forced
flow, which plays the dominant role in hydrodynamics and
mass transport. This dominance is ensured by the fact that
Fmain is usually 3–8 times larger than Fbubble during the
growth.

The growth procedure is given below. After growing a
thin AlN buffer on c-plane sapphire, AlInN growth　is
started under the pressure of 730 Torr at 600 °C. Before this
work, we have optimized the growth conditions for AlInN,
such as V/III ratio, AlN buffer growth time, and AlInN
growth temperature. These efforts make it possible to grow
single-crystalline AlxIn1−xN�x�0.15� film without phase
separation for Fmain=1 SLM �liters per minute at standard
temperature and pressure�. In this study, only Fmain is ad-
justed, while all other parameters, e.g., the influx of MO
precursors �Fbubble� and NH3, are unchanged.

III. RESULTS

A. Surface morphology dependence on gas flow

To give the readers a direct impression of Al-related
parasitic reaction, we first study the dependence of AlInN
surface morphology on the substrate placement position and
gas flow. Three substrates are placed on three positions in-
side of the reactor. All these positions are in the direction of
gas flow, with the separation from the entrance for MO pre-
cursors being 92 �position 1�, 118 �position 2�, and 144 mm
�position 3�.

Some representative scanning electron microscopy
�SEM� images of AlInN samples are given in Fig. 1, whosea�Electronic mail: ktt219@163.com.
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Fmain values are 0.5, 1, and 1.4 SLM, respectively. There is a
notable dependence of morphology on the substrate posi-
tions. In the positions close to the MO entrance �position 1,
Figs. 1�a�–1�c��, some particlelike microstructures appear on
all the samples. These microstructures fade away when the
substrate leaves the MO entrance. The density and individual
size of the particles is approximately proportional to the gas
flow rate Fmain. So the particlelike structures prevail under a
considerately large gas flow Fmain=1.4 SLM in position 1.
Compared with InN grown by the same buffer and growth
conditions, the particlelike microstructures, which disappear
in case of InN growth, should be resulted from the TMAl
influx.

It is known that the parasitic reaction of TMAl and NH3

occurring in the vapor phase is much more serious than that
of TMIn and NH3.8 As a result, Al atom has a very short
mean free path, leading to the three-dimensional nuclear
growth pattern of AlInN, i.e., particlelike structures. This
viewpoint is also in agreement with other observations. For
example, usually in positions 2 and 3, particlelike micro-
structure is rarely observed because of the fast exhausting of
excessive Al precursor. Therefore it is reasonable to believe
that if Fmain is large enough to reduce the TMAl contact time
with NH3, the fast exhausting can be suppressed. As we ex-
pected, for a strong gas flow Fmain=1.4 SLM in Fig. 1 ��c� 2�,
the particlelike microstructures can also be observed in po-
sition 2.

B. Phase separation evolution

Because of the uncontrolled reaction of TMAl and NH3,
the samples obtained in positions 1 and 2 are usually poor in
quality and weak in x-ray diffraction �XRD� intensity. There-
fore, the following discussions will be limited to the films
grown in position 3. Figure 2 gives the XRD spectra of the
AlInN samples obtained in position 3. In Fig. 2, phase sepa-
ration is both observed for Fmain above and below Foptimal.
In addition to the dominant composition–In-rich InAlN
���32.0°�, phase separation produces Al-rich AlInN, InN,
and metallic indium. The evolution of the Al content x in

In-rich AlInN are depicted in Fig. 3�a�.The most important
phenomena in Fig. 2 is the enhancement in Al incorporation
with an increase in Fmain.

For Fmain=Foptimal=1 SLM, AlxIn1−xN with x�0.15��
�32.0°� is obtained without other phase. When Fmain in-
creases, in addition to the main peak with x�0.15, a new
maximum from the Al-rich AlInN phase produced by phase
separation appears in high � side. This maximum shifts con-
tinually to larger � with the increased Fmain, which indicates
an increase in Al content in the separated Al-rich AlInN
phase. For Fmain=1.4 SLM, another separated phase-InN is
also observed. The simultaneous appearance of In-rich
AlInN, InN, and Al-rich AlInN means that the phase separa-
tion type here is corresponding to partial phase separation
�binodal decomposition�, not complete phase separation
�spinodal decomposition�. When Fmain decreases below

FIG. 1. SEM images of AlInN samples under different flow rate in the main
route Fmain: �a� 0.5, �b� 1, and �c� 1.4 SLM. The characters 1, 2, and 3 mean
the substrate positions 92, 118, and 144 mm from MO entrance. The length
of white scale bar is 5 �m.

FIG. 2. �Color online� XRD spectra of AlInN grown in position 3 with
different gas flow rate in main route �Fmain�. Fmain values are given inset. The
Al-rich AlInN produced by phase separation is indicated by arrows.

FIG. 3. �Color online� For the major composition, i.e., In-rich AlInN with
��32.0°: �a� �above� Al content x obtained by Vegard’s law. �b� �below�
FWHM in �0002� 2� /� and � scan as a function of Fmain. The shade regions
are the phase separation zones.
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Foptimal, phase separation happens again and Al content in
In-rich, Al-rich AlInN phase both decrease, indicating the
beginning of In-rich environment. When Fmain=0.5 SLM,
phase separation due to In-rich environment is so serious that
metallic indium appears. Because indium droplets act as
sinks for In atoms and prevent the incorporation of higher
indium fractions in the film,9–11 Al content in In-rich AlInN
increases and � value for the maximum returns back to
�32.0°. We have noticed the different separated phases, i.e.,
InN/metallic indium under large/small gas flow. This differ-
ence implies some different phase separation mechanisms
and we will discuss this issue later.

Figure 3�a� gives the evidence that the Al content x in
In-rich AlInN is enhanced by an increased Fmain. This rela-
tionship is relatively well observed, except the pronounced
phase separation case Fmain=0.5 SLM and some small fluc-
tuations around Fmain=Foptimal=1 SLM. In Fig. 3�b�, from
Fmain=0.5 to 1.2 SLM, the full width at half maximum
�FWHM� both in �0002� � /2� and � scan of In-rich AlInN
decrease continually. It should be noted that this crystal qual-
ity improvement is obtained through the suppression of para-
sitic reaction, not at the price of less Al content incorpora-
tion. Therefore it is opposite to the general trend of poorer
quality for more Al incorporation in In-rich AlInN.5,6 For
Fmain=1.2 SLM, FWHM both in �0002�� scan reaches
0.47° �x=0.14�. This is much smaller than the value reported
by our group before with x�0.15.5 The density of screw
threading dislocations �Nscrew� is then estimated through the
tilt angle �tilt=0.47° =0.00822 rad using the classical
formula12

Nscrew = �tilt/4.35bc
2, �1�

where bc is the Burgers vector of c-type threading disloca-
tions �bc=cAlInN=0.5604 nm�. Nscrew for this film is esti-
mated to be �5�109 cm−2.

C. Raman scattering

Figure 4 is the Raman spectra of some AlInN samples.
Raman spectra are measured on the AlInN surface in a back-
scattering configuration at room temperature with 514 nm
laser excitation. Before this paper, we have given a strong
experimental support to the two-mode behavior for A1�LO�
phonon in AlInN,13 which is in contrast with previously
widely adopted one-mode A1�LO� phonon behavior.14 Using
the linear relation of mode frequency versus Al content x in
Ref. 13

�E2
H�x� = 477.625 + 149.61x �2�

�A1�LO�,InN-like�x� = 581.55 + 138.40x �3�

�A1�LO�,AlN-like�x� = 619.23 + 257.67x �4�

the obvious maxima in Fig. 4 are respectively identified as
E2

H, InN-like A1�LO� and AlN-like A1�LO� from In-rich
AlInN with ��32.0°, as shown in Fig. 4. This identification
is also supported by comparing the Raman spectra shapes
here and those in Ref. 13.

The signals from the separated phase–Al-rich AlInN are
badly observed. Only for the spectra Fmain=0.8 SLM, a very
weak maximum is observed around 770 cm−1. Considering
the limited accuracy of Eq. �4�, this maximum�770 cm−1 is
believed to be from AlN-like A1�LO� of the separated phase
Al0.47In0.53N ���33.3° in XRD spectra�.

Since the excitation laser energy �2.41 eV� used here is
near the band gap of AlxIn1−xN with x�0.55,6 the resonant
excitation effect14 is responsible for this enhanced observa-
tion of separated phase Al0.47In0.53N Raman signals. Con-
cerning the sample with Fmain=1.4 SLM, although the
amount of Al-rich AlInN �Al content x=0.71 deduced from
Fig. 3� is relatively comparable to In-rich AlInN, their band
gap is much larger than the excitation photon energy, and
greatly damps their Raman signal intensities. For other
samples with Fmain different from 0.8 and 1.4 SLM, the sepa-
rated Al-rich AlInN phase has either too large a band gap or
too small an amount, making their Raman signals invisible.

IV. DISCUSSION

In Fig. 5, we adopt a phase diagram to explain the influ-
ence of gas flow on In-rich AlInN growth. Two factors, i.e.,
the adsorption/desorption of In species and the reaction time
for MO precursor with NH3, are highlighted in defining this
phase diagram. For Al parasitic reaction, a high gas flow rate
will reduce the chance for TMAl and NH3 to come in contact
and suppress the parasitic reaction. Another way to reduce
the TMAl–NH3 contact chance and resultant parasitic reac-
tion is using low reactor pressure, which has been shown by
Zhao et al.3 Since the small AlInN grain formation, which
contributes to dislocations density, is suppressed along with

FIG. 4. �Color online� Raman spectra of AlInN grown in position 3 with
different gas flow rate in main route �Fmain�. The spectra in 630–1000 cm−1

for Fmain=0.8 SLM sample is magnified and displayed inset.
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parasitic reaction, the crystalline quality is steadily im-
proved. On the other hand, a high gas flow rate has some
negative influences. At the same time of reducing the
TMAl–NH3 contact chance, it also reduces the chance for
the three species–In, Al, and N– contacting together to form
AlInN. This leads to In–N and Al–N bonds forming sepa-
rately, as evidenced by InN and Al-rich AlInN presented in
Fig. 2 at Fmain=1.4 SLM. Accordingly, the crystalline quality
improvement under large Fmain will be ultimately terminated
by this phase separation.

Another factor, i.e., adsorption of In species, becomes
more important in a slow gas flow. It is known that InN and
metallic indium have a large equilibrium vapor pressure,15

making In species adsorption /desorption to sample surface
very sensitive to the gas flow. When Fmain�Foptimal, the
subtle equilibrium between adsorption and desorption of In
species to sample surface is broken. The In species adsorp-
tion will surpass desorption significantly and make phase
separation inevitable. The situation will be deteriorated fur-
ther when considering strong Al parasitic reaction under
slow gas flow.

In combination of the two factors, the phase diagram in
Fig. 5 is characteristic of two phase separation zones below
and above the optimal gas flow rate Foptimal. During the in-
crease in Fmain, the resultant material composition is de-
scribed by the composition curve. In the vicinity of phase
separation zone, the composition curve experience partial
phase separation, where In-rich AlInN can sustain phase
separation, until the complete decomposition of In-rich
AlInN by complete phase separation. One achievement of
Fig. 5 is that the abnormal enhancement in Al content in case

of Fmain=0.5 SLM, can be satisfactorily interpreted as the
complete decomposition of unstable In–AlInN into metallic
indium and more Al-rich AlInN at ��32.0°.

V. SUMMARY

In summary, for MOCVD growth of In-rich AlInN, the
suppression of TMAl related parasitic reaction by a strong
gas flow are directly observed through the enhancement in Al
content incorporation, improvement of crystalline quality,
and the dependence of AlInN surface morphology on sub-
strate placement position. Although phase separation is in-
duced in case of inappropriate gas flow, it is found that the
separated Al-rich AlInN phase is almost invisible in Raman
scattering due to its low amount and lack of resonant excita-
tion effect. Two factors, the adsorption/desorption of In spe-
cies and the reaction time for MO precursor with NH3, are
found to be important for In-rich AlInN growth. The mixed
influences of these two factors require an optimal gas flow
configuration to grow high crystalline quality In-rich AlInN
without phase separation.
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